YIBANG SHAPEWEAR - CERTIFICATE EVIDENCE

English Verification Summary

UNOFFICIAL ENGLISH TRANSLATION FOR REFERENCE

CERTIFICATE / REPORT

Antibacterial Performance Test Report - Juncao Fiber Sample

ISSUER / LABORATORY

Chinatesta Textile Testing & Certification Services

CERTIFICATE NUMBER
BA22001959

SCOPE

Antibacterial performance testing under GB/T 20944.3-2008 for a submitted white Juncao fiber
filament sample from Xinxiang Chemical Fiber Co., Ltd.

ISSUE DATE
2022-10-24

PUBLIC NOTES

This is supply-chain evidence for the submitted material sample. The applicant and sample
manufacturer shown in the report are Xinxiang Chemical Fiber Co., Ltd. It is not a YiBang
certification and does not establish equivalent performance for every yarn, fabric or finished
garment.

The following pages are a flattened, redacted copy of the original document. The original remains private in YiBang CRM.
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Description PSS —
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Test Tvpe é?Efﬁ‘]ﬁ Date Received 2022-0%38 Date Issued 20221855
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Performance GB/T 20944.3-2008 #iZ b PiA TEREMIVEMN 58 3 14 R E
Standard

Ht#E Approved by

Zheng Quanli (Investigator)

%%E*’ﬂi*ﬁﬁﬂ%ﬁ g, AARFAEABEN F{F. This reportis valid only for the samples delivered by dients.

AR S 5T i, RETICE 2 HtE 15 H N RSt s r 3ty , 8 A4S 5230 1f there is any objection conceming
the report, itis required thatthe objection should be put forth to the centerwithin 15 days from the reception date of the
report.

FrARZ P Bk, AR R 4 SRR A 2 AN R B 2 R I AN E B2 . Measurement uncertaintyis not considered
on the results and conformity assessmentin the report unless required by the customer.
*F R HIE L. *The testisn't requested for confirmation temporarily.
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Notes

h iR R IERHBERAS Chinatesta Textile Testing & Certification Services  Tel : 010-65002813 400-086-0486

CHINATESTA TEXTILE TESTING & CERTIFICATION SERVICES Z Yanjingli Middle Street, Chaoyang District, Beijing 10025, China

I EFERR RS 38 100025  RIFEIE:010-65987143

www.cttc.net.cn
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Requirement Results Judgement
SHE O EBRE (ATCC6538) fIE#(%) GB/T 20944.3-2008 ELATHU 2%
>70 >99
FI 2k E (ATCC10231) I #5(%) GB/T 20944.3-2008 HAHRBR
>60 >99
NtF#E (8099) #1#(%) GB/T 20944.3-2008 BT R
>70 =99
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CHINATESTA TEXTILE TESTING & CERTIFICATION SERVICES Z Yanjingli Middle Street, Chaoyang District, Beijing 10025, China

I EFERR RS 38 100025  RIFEIE:010-65987143

www.cttc.net.cn



